Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
e BONDAR-CLEGG
REPORT! 098-0472 PROJECT: BLASTHOLE PAGE 1
| SAMPLE ELEMENT Au
| NUMBER UNITS  OPT
D2 5-8-5-004 0,009
D2 §-8-5-024 0,010
D2 5-8-5-044 0,015
D2 §-8-5-064 0,009
D2 5-8-5-084 0,004
| D2 5-8-5-104 0,051
| D2 5-8-5-124 0,033
‘ D2 S-8-5-144 0,029
‘ D2 5-8-5-144 0.048
D2 S-8-5-184 0,018
D2 5-8-5-185 0,052
B2 §-8-5-204 0,006
D2 5-8-5-205 0,010
D2 5-8-5-224 0,005
D2 5-8-5-225 0,014
D2 §-8-5-244 0,008
D2 5-8-5-245 0,012
D2 §-8-5-264 0,006
D2 §-8-5-265 0,015
D2 S-8-5-266 0,015
D2 5-8-5-284 0,016
D2 §-8-5-285 0,012
D2 5-8-5-286 0,017
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BONDAR-CLEGG INC.
12880 W. CEDAR DR, LAKEWOOD, CO. PHONE: S839-1404 TELEX: 45-693
SAMPLE SHIPMENT NOTICE
Date Shipped (fcCf 7. Via . [4L [ Prepaid or [ Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES [ /
GEOLOGIST'S NAME o £/ / /w7 "/- /i PHONE NUMBER % L7 [ 7 //"7PROJECT NAME OR NUMBER £/ i/ £
Samples # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec Activation oce test
- ’ Neutron ore
DL g? SYROE STEQOT  [cu [Pb Jzn Mo [ag fcd |Ni [co paa [Fe [Bi [v [u |w [F N As [Hg [Sn [Sb [Ba |E spec | Activation | DCP | test
I 3 f SEFNTE- ST T eu o J2n o Jag [ca [N feo pan [re [8i |v |u [w | A [As [ [Sn [Sb [Ba [E spec Activation DCP | test
DO 7 |906045- 51 04T [eu oo o Mo fag [ca [wi [co pun [re [oi |v |u |w |F [alas o [sn [sb foa [e spec Pt A B0 i o
/) S CORAZ
TO o b '/f({-/ 2l . .('Ap / |Cu |Pb |Zn Lﬂo |Ag |Cd NI [Co Mn |Fe [Bi |V |U |W |F % As Mg [Sn [Sb |Ba |E spec A';:?l:,on, oce !'::‘
"l g - 5D ; Neutron 0
| LA r ;'/ Cu |Pb |[Zn Mo [Ag |Cd |Ni [Co Mn |Fe |BI [V |U |W |F |5 |As [Hg [Sn |Sh |Ba |E spec Acnl»ja,m[)n DCP wr:(
plbis [
» \ F Neutron ore
i i | S ENOF Cu |Pb [2n Mo [Ag Jod [Ni [co Mn [Fe [Bi |V |u |w [F A)( As [Hg [Sn [sb lan Espec | Activation ocP | test
¢ o Neutran ore
Ll 72 1S5 FI2E fou |Po [2n Mo Jag fcd |Ni fco Ma [Fe |8i [v |u [w |F A} as o Isn [sb [Ba E spec | Activation ocP | test
. 77 4 . Neulron ore
o A fh14v -5yt [._}-( cu [Pb |zn Mo [ag Jcd [ [co n JFe [8i [v v |w |F X As JHg [Sn [sb [Ba € spec | Activation pcP | test
P <4,[ <corls= Neutron ore
T C 7 A 5% A [( /|Cu |Pb Jzn Mo [Ag [Cd [Ni [Co Mn [Fe [Bi |V U W |F A)Y As [Hg [Sn [Sb |Ba |E spec | Aclivation DCP | test
3 / & Ur 1 ¢ Neutron ore
40 SE A V1 AZ [cu [Po Jzn Mo JAg [cd [Ni [Co pan [Fe [Bi v |u |w |F 156 As [Hg [Sn [Sb [Ba | spec | Activation pcP | test
- ‘Neutron ore
) é (65 B0y lou o Jzn Mo [Ag Jcd [Ni Joo e [Fe [8i v [u [w [F |A [As [Ho [Sn Isb [Ba [E spec | Activation nep test
Y F 24 I Y
~ p 5 AP i Neulran ore
DO & |SELTE6SUZ7) Jeo oo fan Mo fag Jod Wi Joo an fre [8i |v {u |w [F M [as oo fsn [sb [sa e spec Activation | DCP | test
] e = ~ ; RETTrOm -
DC| A AR X274 | foulpo Jon o fag [co |Wi Joo pan fre [8i [v |u |w |F IC|as o [sn [sb [Ba [ spec | Activation pcp | test
\ Pl o ’ . Neulron ore
W (] { . »‘d,’f‘- n77 // Cu [Pb |Zn Mo |Ag |Cd |Ni |Co Mn [Fe |Bi |V |U |W |F [Ak [As [Hg [Sn [Sb [Ba [E spec | Activation per test
- : . — 3 Neatron ore
I(’ 7 C¥ ‘g}"‘-( r7 |F [cu |Pb [2n }Wu Ag [cd [Ni |Co Mn |Fe |Bi [V |U |w |F AMAS Mo [Sn [Sb |Ba |E spec | Activation oeP test
DC £ DREE0-1" 4 @ assay (%, ore grade) [ (prepared
'~ Please analyze by ‘ methods, the enclosed samples
0O geochemical (ppm, trace level) O unprepared
0 DO NOT ASSAY GEOCHEMICAL OVERLIMITS 7 :
COMMENTS _LLL it e “Qifiik 2L A8 - 72 MO TULELFECL LAY Lorlal/f s .
LUL SLUr sl ZC Th EE LLE 2 CCn D L S Ll Al by LR AL T TLOLC
SLUPLIEL L ILLEY K 7. NI E L
—— L va - - —_—
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
§( DISCARD AFTER ANALYSIS COMPLETE O DISCARD AFTER ANALYSIS COMPLETE
0 RETURN COD AFTER ANALYSIS COMPLETE

[0 STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

/
W Resuts _ALL S LU Al O Results
g Invoices ‘ (L L) _.” e arat O Invoices
' Pulps £ Lo 4 re . 0O Pulps
OO Rejects L ods 0L L < O Rejects
O Results O Results
O Invoice O Invoice
O Pulps O Pulps
O Rejects 0 Rejects

White — Lab Copy - Please Include With Shipment

/R RETURN COD AFTER ANALYSIS COMPLETE
[0 STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

Yellow — Sample Prep. Copy

Pink — Client's Copy

-



"TITLE 02-08-88 12:58:18 ©898-0665 R.

"CLIENT BROHM MININ
"PROJECT BLASTHOLE
"SPECIAL VALUES"

* IS Insufficient
" -9 No Value Reco
" Values above the
" Values below the
"DETERMINATIONS"

" ELNAME METHO
" Q1 FireAu FA

* 82 CN Au AA
“"SAMPLE PREPS"

" 40 SAMPLE TYPE=D
" 41 P17= 56

" 42 PB6= 56
"REMARKS"

G CORP.
#SANM

Sample"
rded"

upper limit are shown as
lower limit are shown as

ECO UNI #SAM LOLMT UPLIMT
56 0.9002 99.998
40 0.002 99.999

OPT
E31 OPT

DRIL
Assa

Deadwood Surcharge

PLES:

L CORE
y Prep

" 50 FINAL RESULTS ARE REPORTED.

L 2 B 2 Al

"FORMAT (A8,1X,A1,A1,1X,A20,2(1X,A7,A1))"

HBEGIN n IlType" OlFr
"06650001" "D" "2
|I06650002ll IlD'l ll2|l
“06650003" HDN ll2ll
“@6650004" l'Dll ll2ll
"06650005" “D" "2"
"06660006" "D" "2"
"06650009" "D" “2°"
"06650010" "D" "2
I|06650011" IIDII "2”
"96650012" "D" "2"
"06650013" "D" "2"
|l06650914l0 llDll llzll
”06650015" llDll "2"
“06650016“ IIDII "2“
II06650Q17H IIDII "2H
“06650018“ lloll llzll
"06650019" “D" "2"
"06650020" "D" "2"
"06650021" "D" “2"
"06650022" "D" "2"
"06650023" "D" "2"
“06650024“ llDll 0‘2"
“86650025" "D" "2
"06650026” lloll ll2ll
"06650027" "D" "2"
"06650028" 'IOII Il2ll
"06650629" IIDII ll2ll
"06650030" IIOII "2“
“06650031" |lDlI ll2ll
"06650034" "D" "2"
"06650035" "D" "2"
"06650036" "D" "2"
"06650037" "D" "2"
“06650038" “Dll ll2|l
"06650038" "D" "2
“06650040” ICOII Il2ll
“06650041“ IIDlI ll2ll
|I66650042'l IlDIl ll2ll
"06650045" IIDI' ll2ll

ac'" “Sampl
"S-8-5-005
"$-8~-5-006
"S-8-6-007
"S-8-5-025
"S-8-5-026
"§-B~-5-027
"S~-8-5-045
"S-8-5-046
"S-8-5-047
"$~8-5-065
"S~-8-5-066
"S~-8-5-067
"S-8-5-085
"$-8-5-1095
"S-8-65-125
"S-8-5-126
"S-8-5-14%
"S-B8-5-146
"$S-8-5-165
"$S-8-5-166
"$-8-5-167
"S-B8-5-186
"S-8-5-187
"$-8-5-188
"$-8~-5-206
"$~8-5-207
"$-8-5-208
"S-8-5-209
"$~-8~5-226
"$-8-5-227
"§S-8-5-228
"$-8-5-229
"S-8-5-230
"S-8-5-231
"$-8~5-248
"$-8-6-249
"$-8-5-250
"S-8-5-251
"S-8-5-268

"ne [t

e IDO"

MACLEOD

56 REFERENCE:

28/07/88"

NONE LISTED

+uplimt"”

-lolmt

“FireaAu"
0.020
2.916

.039

.9021

.03@

.0214

.031

.019

.031

.014

.030

.006

.027

.0234

.043

.035

.50

.054

.021

.0929

.015

.918

.019

.036

.014

.021

.023

.020

.024

.024

.022

.020

.10

.015

[~ T~ I~~~ B = BT ~ IS T~ T~ A~ IS T~ ISR S T R~ B~ AN TR T S B T T S TR I B B

(ie not detected)"

COMMENTS"
Results Reported
Results Reported

CN Au"

OSSO SS

(]

[ I~ IS I~ B T~ S~ R~ B~

[~~~ B~ L~ T~ R~ ]

[ I~ I~

[\

.021
.015

031

.029

224

.024
.024
.016
.027

-9

.030

-9
0289

.037
.042
.042
.047
.059
.023
.026

ez21

.029
.021
.033

-9

.024
.018
.020
.0290
.023
.019
.017

-9

.012
.030
.017

-9

.026
.016
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"96650047" D" "2" "5-B8-5-270 " 2.016 0.011
"@6650048" "D" "2" "S§-8-5-271 " ©.019 2.015
"p66500849" D" "2" "§~B~5~-272 " 0.012 -9
"96650050" "D" "2" "§-8~-5-273 " ©.019 -9
"¢6650051" "D" "2" "S-8-5-289 " ©.010 -9
"@6650052" "D" "2'" "S-8-5-290 " 0.9019 0.016
"96650063" "D" "2" "§-8-5-291 " 0.01%2 -9
"Q6650054" "D "2" "S5-8-5-292 " .011 -9
"g66500985" "p" "2" "5-8-5-293 " 0.021 ®.011
"@66506056" "D" "2" "S~8~5~294 " ®.007 -9
"@6650057" "D" "2" "S-8-5-295 " 0.007 -9
"e6650058" D" "2" "S-8-~-5-310 " 2.044 0.034
"e6650061" "D "2" "§-B8-5-311 " ©.026 0.012
"Qe6650062" "D" "“2" "S-B-5-312 " 2.006 -9
"g6650063" "D" "2" "S-8-5-313 " 0.012 -9
"o6e50064" "D" "2" "S-8-5-314 " 2.010 -9

HENDH




Bondur{legg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado

US A 80228 |

Phone: (303) 989 1404
Telex: 45693

-

Invoice : 12426, Fage 1 ‘
EROHM MINING CORFP. ]
MR. ROD MACLEOD Date : 29-JUuL-88
P.0. BOX 4895
DEADWOODs SO Report No! 098-0465 !
97732 FroJect t+ BLASTHOLE
Reference: NDNE LISTED |
56 Analuses of Gold a2l ¢ 8.00 ¢ 448,00 |
Subtotal $¢ 448,00 $ 448.00 ;
Samrle FPrerarastion |
56 Samrles of Assay Prer at ¢ 3:235.¢ 182:00 ‘
56 Samrles of Desdwood Surcharse at ¢ 0.30 % 28.00
Subtotal ¢ 210.00 $ 210.00
Miscellaneous Charges
4% S.D, STATE SALES TAX L | o>. 460
2% DEADWOOD CITY SALES TAX $ 2.80
Subtotal $ 8.40 b g.40 :
Invoice Totazl! e ] 664,40 U.S. !
s R e oo onaniath o Siaw SN
\ N o gl 3Py {
B . =l
telipay. S5 - .
8l 1»198
/
L' .
N\

THIS IS A PROFESSIONAL SERVICE




12980 West Cedar Dr
: Lakewood, Colorado
USA. 80228 }
Phone: (303) 989-1404
‘ Telex: 45693
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THIS IS A PROFESSIONAL SERVICE




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado
US.A. 80228

Phone: (303) 989-1404

Telex: 45693 .-

BROHM MINING CORP,
MR. ROD MACLEOD
P.0. BOX 485

DEADWOOD»

87732

Invoice

Date

Rerort No
ProJect

.
v

Reference!

t 12453
i 9-AUG-88
! 098-0665

ELASTHOLE
NONE LISTED

40 CYANIDE SHAKES @ $4,00

f

N.x Wae J:(«k

Invoice Total!

ot
floldt

W,

THIS IS A PROFESSIONAL SERVICE

ACCOUNTS DUE WHEN RENDERED

$ 160,00

$ 160.00 U.S,




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado
US.A. 80228

Phone: (303) 989-1404
Telex: 45-633,,

ok_kfaxff
(g’/o) [¢%
R Moo

THIS IS A PROFESSIONAL SERVICE

 ACCOUNTS DUE WHEN RENDERED




Bondar-Clegg, Inc.
12980 West Cedar Dr,
Lakewood, Colorado 80228

Lab Report

BROKM MINING CORP.

MR. ROD MACLEOD
P.0. BOX 4835
DEADWOODy SD
37732




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
-

’ REPORT: 098-0665 ( COMPLETE )

Lab Report

REFERENCE INFO: NONE LISTED

| CLIENT: BROHN HINING CORP.
| PROJECT: BLASTHOLE

SUBMITTED BY: R. MACLEOD
DATE PRINTED: 2-AUG-88

| NUMBER OF LOWER

ORDER ELEMENT ANALYSES DETECTION LINIT EXTRACTION METHOR

1 FireAu Gold 3 0,002 OPT Fire Assay

2 (N Au Au/Hot Extraction 40 0.002 OPT Cyanide Leach Atosic Absorption
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SANPLE PREPARATIONS NUMBER
D DRILL CORE 36 2 -150 36 Assay Prer 56

leadwood Surcharge 54

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR, ROD MACLEOD

INVOICE TO: MR. ROD MACLECD




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr
Lakewood, Colorado 80228 ||IEEEEII::I::::::: Lab Report
(303) 9894404«
¥ BONDAR-CLEGG
REPORT? 098-0645 PROJECT: BLASTHOLE PAGE 1
SAMPLE ELEMENT FireAu  CN Au SAMPLE ELEMENT FireAu CN Au
NUKBER UNITS  OPT  OPT NUNBER UNITS  OPT  OPT
02 5-8-5-005 0,020 0,021 D2 5-8-5-270 0.016  0.011
D2 S-8-5-006 0,016  0.015 2 5-8-5-271 0,019 0,015
D2 5-8-5-007 0,039 0,031 02 §-8-5-272 0,012
02 §-8-5-025 0,021 0.020 D2 §-8-5-273 0,010
02 8-8-5-026 0.030  0.024 02 s-8-5-289 0.010
D2 S-8-5-027 0,024 0,024 D2 5-8-5-290 0,019  0.014
D2 §-8-5-045 0,031 0,024 12 §-8-5-291 0.012
N2 §-8-5-044 0,019 0,014 12 §-8-5-292 0,011
D2 §-8-5-047 0,031 0,027 12 §-8-5-293 0,021  0.011
D2 §-8-5-065 0,014 12 S-8-5-294 0,007
D2 §-8-5-066 0,020 0,030 D2 §-8-5-295 0,007
D2 5-8-5-047 0,006 D2 $-8-5-310 0,044 0,034
D2 5-8-5-083 0,027  0.029 02 §-8-5-311 0,026 0,012
D2 §-8-5-105 0.034 0,037 02 §-8-5-312 0,006
02 §-8-5-125 0,043 0,042 02 5-8-5-313 0,012
02 §-8-5-126 0,035 0,042 2 §-8-5-314 0,010
D2 5-8-5-145 0,050  0.047
D2 5-8-5-146 0,054 0,059
D2 S-8-5-145 0.021 0.023
D2 S-8-5-146 0,029 0,026
D2 §-8-5-167 0.015 0,021
12 §-8-5-184 0,018 0,020
D2 §-8-5-187 0,019 0,024
D2 §-8-5-188 0,036 0,033
D2 §-8-5-206 0,014
02 §-8-5-207 0.021 0,024
02 §-8-5-208 0,023  0.018
D2 §-8-5-209 0.020  0.020
D2 5-8-5-22 0.024 0.020
D2 §-8-3-22 0.024 0,023
D2 §-8-5-228 0,022 0,019
12 §-8-5-229 0,020 0,017
12 §-8-5-230 0,010
12 §-8-5-231 0,015 0,012
D2 §-8-5-248 0,043 0,030
D2 S-8-5-249 0.01%9  0.017
D2 5-8-5-250 0.012
D2 §-8-5-251 0,024  0.024
D2 5-8-5-248 0.018 0,016

02 5-8-5-249 0,014
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E BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWOOD, CO. 80228 PHONE: S89S-1K104 TELEX: 45-693

SAMPLE SHIPMENT NOTICE
Via 4 (F // % [ Prepaid or [ Collect
TOTAL NUMBER OF SAMPLES __ [ ___

l/ /s o
Date Shipped 7/.’1 74/
# Parcels in Shipment

GEOLOGIST'S NAME _4 /.~ /ﬁ’ /1 /7777 PHONE NUMBER 2~ ﬁ 2/{'7 PROJECT NAME OR NUMBER /L /i /.
Samples = Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sn Sb Ba|Espec| Activation oce test
‘ / 7" 4 Neuiron ore
; ," 74 qu Cu [Ph [Zn Mo [Ag |Cd |Ni |Co Mn [Fe |Bi |V |U |W |F JAX|As Hg [Sn [Sb |Ba |E spec | Aclivation oce lest
. - L . v Neutron ore
| ' ! (A 1/ F8{Cu [P [2n Mo [Ag [Cd |Ni [Co Ma [Fe (81 [V |U |W |F (A4 |As [Hy [Sn [Sb [Ba |E spec | Activation nep test
- A {
/ : c 0 . ’ Neutron ore
[ ”,‘ 07 k2 (¥jcu [Pb [zn Mo [ag Jcd [Ni [Co Mn [Fe [BI |V [u [w |F J)‘a( As [Hg [Sn [Sb [Ba |E spec | Activation 0CP | qest
7 4 <qr - Neutron ore
l . (’ X1 "';I (%% /ICu [P [Zn Mo [Ag [Cd [Ni [Co Mn [Fe [Bi |V |U |W |F AX As [Hg |Sn [Sb [Ba |E spec Ac;vz:!irvx pce test
* Neutron ore
Cu |Pb |Zn Mo |Ag |Cd |Ni |Co Mn [Fe [Bi |V |U |W |F JAu |As |Hg [Sn [Sb |Ba |E spec | Activalion pce test
Neutron ore
Cu [Pb |Zn Mo [Ag JCd |Ni [Co Mn |Fe [Bi |V |U [W |F JAu |As [Hg |Sn |Sb Iﬂa E spec | Activation pce test
Neutron ore
Cu |Pb [Zn Mo [Ag |Cd |Ni |Co Mn [Fe [8i |V |U |W |F |Au |As [Hg [Sn [Sb [Ba |E spec | Activation ocP test
Neutren ore
Cu |Ph |Zn Mo |Ag |Cd |Ni |Co Mn [Fe |Bi |V |U |W |F JAu JAs Hg |Sn |Sb |Ba |E spec Activation pce test
Neutron ore
Cu |Pb [Zn Mo [Ag |Cd [Ni [Co Mn [Fe |Bi |V |U |W |F JAu [As [Ho |Sn |Sb [Ba |E spec | Activation pee test
Neulron ore
Cu |Ph |Zn Mo |Ag [Cd |Ni |Co rdn Fe [BI |V |U |W |F JAu |As |Hg |Sn [Sb |Ba |E spec | Activation pce fes!
Neutron ore
Cu |Ph |Zn fWo Ag |Cd INI [Co Mn |Fe [BI |V |U |W |F JAu |As [Hg |Sn |Sh |Ba |E spec | Aclivation nce lest
h Neuiron ore
Cu [Pb |Zn Mo [Ag [Cd |Ni [Co Mn [Fe [Bi |V |U |W [F JAu |[As [Ho [Sn [Sh [Ba [E spec | Activation pep lest
Neatran e
Cu |Pb |Zn Mo [Ag [Cd |Ni [Co Mn [Fe [Bi |V U |W |F JAu |As [Hg [Sn |Sb [Ba |E spec | Activation Dep test
Neulron ore
Cu [Pb |Zn Mo |Ag |Cd |Ni [Co Mn [Fe |Bi |V |U |W |F |Au |As [Hg [Sn [Sb |Ba |E spec | Activation pce lest
Reutron —Ore
Cu |Pb |Zn Mo [Ag |Cd [Ni |Co Mn [Fe [Bi |V |U |W |F JAu |As [Hg |Sn [Sb 18.1 E spec | Activation pcep test
Q assay (%, ore grade) O prepared
Please analyze by methods, the enclosed samples
[0 geochemical (ppm, trace level) 0 unprepared

O DO NOT ASSAY GEOCHEMICAL OVERLIMITS A
COMMENTS _ZZAL THOLE  “2iti b L £y FE ~TL SliK TR A ALCiid TEL
,'b,' £ L C / 74
LML ASSuy )
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECT PULPS

W

O
O

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

£

0000

O DISCARD AFTER ANALYSIS COMPLETE

RETURN COD AFTER ANALYSIS COMPLETE ETURN COD AFTER ANALYSIS COMPLETE
STORE 60 DAYS-DISCARD O STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

DISCARD AFTER ANALYSIS COMPLETE

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

P
/

Results _ 2L/ /s (e O Results
Involces L/ LLALLiL [1 il L4 O Invoices
Pups 2Ll SIX 45 ' . 0O Pulps

Rejects L /.4 A/ L 77 "% O Rejects
Résults O Resuits
Invoice O Invoice
Pulps 0O Pulps

Rejects O Rejects

White — Lab Copy - Please Include With Shipment Yellow — Sample Prep. Copy Pink — Client's Copy



"TITLE 29-07-88 10:24:18 098-0664 R. MACLEOD

"CLIENT BROHM MINING CORP.

"PROJECT BLASTHOLE #SAMPLES: 12 REFERENCE:

"SPECIAL VALUES"

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as
" Values below the lower limit are shown as
"DETERMINATIONS"

" ELNAME METHO ECO UNI #SAM LOLMYT UPLIMT

" 91 Au Fa oPT 12 0.002 99.999
“SAMPLE PREPS"

" 4@ SAMPLE TYPE=D DRILL CORE

" 41 P17= 12 Assay Prep

" 42 P86= 12 Deadwood Surcharge
"REMARKS"

" 5@ FINAL RESULTS ARE REPORTED.

oW AW W

"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))"
"BEGIN " "Type" "Frac'" "Sample ID"
"96640001" "D" "2" "S-8-5-274 "
"e6640002" D" "2" "S-8-5-287 "
"96640003" "p» "2 "35-8B-5-288 "
"o6640004" "D" "2'" "S-8-5-307 "
"o6640005" D' "2" "S$S-8-5-308 "
"e6640008" "pv 2" "$~-8-5-309 "
"e6640009" "D 2" "$-8~5-325 "
"9e6400910" "D" "2" "$-8~5-3286 "
"e6640011" "D "2" "S-8-5-327 "
"e6640012" "p" "2" "S$-8-5-328 "
"e6640013" "O" "2" "S-8-5-329 "
“96640014" "D "2" "S-8-5-330 "
|IENDI|

+uplimt®
-lolmt

NONE LISTED !

COMMENTS"
Results Reported "

"
"

Aull
0.010
0.026
8.023
9.023
©.019
2.016
0.012
2.005
.008
.016
.014
.016

[~

SO S

28/07/88"

(ie not detected)"




Bondar-Clegg, Inc

Lakewood, Colorado
US.A 80228
Phone: (303) 989-1404
Telex: 45693

Invoice H

[ 12980 West Cedar Dr.
| BROHM MINING CORF,

MR. ROD MACLEOD late H
P.0. BOX 485

DEADWOOD SD Rerort No:
S7732 ProJect -

Reference!

12422 FPage 1
29-JUL-88
098-06464

BELASTHOLE
NONE LISTED

12 Ansluses of Gold at ¢ 8.00 ¢ 96,00
Subtotal $ ?6.00 $ 24.00
Semrle Prerzration
12 Samrles of Assay Prep at ¢ 3.29 ¢ 392.00
12 8amrles of Deaduwood Surcherde at ¢ 0.350 ¢ 6.00
Subtotal $ 45.00 + 45,00

Migcellaneous Chardes
4% S.D. STATE SALES TAX
2% DEADWOOD CITY SALES TAX
Subtoteal

o= % &

Invoice Jotazl!

m ke oy
| Y12 €¥
Q4 Mee Lo

THIS IS A PROFESSIONAL SERVICE.
' ACCOUNTS DUE WHEN RENDERED

1.20
0,60
1.80 $ 1.80

¢ 142,80 U.S8



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado
US.A. 80228
Phone: (303) 989-1404
Telex: 45693
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THIS IS A PROFESSIONAL SERVICE.
ACCOUNTS DUE WHEN RENDERED




Boadar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404

BROHM MINING CORP.

MR. ROD MACLEOD
P.0. BOX 485
DEADROOD, SD
7732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
Sp—— BONDAR-CLEGG
REPORT: 098-0644 ( COMPLETE ) REFERENCE INFO! NONE LISTED
CLIENT! BROMM MINING CORP. SUBMITTED BY: R. MACLEOD
PROJECT: BLASTHOLE DATE PRINTED: 29-JUL-88
NUNBER OF LONER
ORDER ELEMENT AMALYSES  DETECTION LINIT EXTRACTION METHOD
1 A Gold 12 0,002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUNBER SAMPLE PREPARATIONS NUMBER
\ O B DR En e e e BN e aNPanEnanms i e s e e e e
D DRILL CORE 12 2 -150 12 Assay Pres 12

Deadwood Surcharde 12

REMARKS: FINAL RESULTS ARE REPORTED,

! REPORT COPIES TD! MR. ROD MACLECD INVOICE TO: HR. ROD MACLEDD






